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INTERNATIONAL STANDARD METHOD FOR
MEASUREMENT OF AIRBORNE SOUND
INSULATION OF BUILDING ELEMENTS

BS EN ISO 140-3 : 1995

CLIENT: Wall Transform Ltd
Unit 5 Rosedale Court
Ellerbeck Way Industrial Estate

Stokesley
TS9 5GB
JOB NUMBER: A07/14
TEST SAMPLE: Rubbercrete Plaster Basecoat
MANUFACTURER: Wall Transform Ltd
DATE RECEIVED: 15 March 2007
DATE OF TEST: 13-16 April 2007

; /i
Signed:... @W’é (T Approved: CV/ & f g L{&%?d’/

C E Churchill D J M*Caul
Assistant Laboratory Manager Laboratory Manager






